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2.1.2 Wood and wood-based material
	2.1.2.1 Origin of the wood-based material

	Routines must be in place to ensure that wood and wood based materials are traceable and come from legal and acceptable sources. Acceptable sources means:
1. Has legal ownership and access rights.
2. Follows nationally and locally applicable laws and regulations regarding use, environment, labour and 
     welfare, health and safety, and other parties' rights.
3. Pays the relevant taxes and charges related to use.
4. Follows CITES regulations (only applicable to certain tree species, see the CITES website).



	2.1.2.2 Formaldehyde in wood-based flat panels

	Wood-based flat panels* (particle boards, fibre boards (MDF, HDF), OSB, plywood and edge glued panels** containing formaldehyde based components / additives must not emit more formaldehyde than 0,124 mg/m³ (corresponding to E1 according to EN 13986) according to EN 717-1 or similar method***.


* Requirement does not apply to moulded parts.
** For certain types of boards (e.g. edge glued panels) reference may be made to the SDS for the adhesives used in the manufacture of the board.
*** E.g. gas analysis method (EN-717-2) or perforator method (EN-120).

	2.1.2.3 [bookmark: _Toc358884144][bookmark: _Toc459276956]SVHC/ECHA’s candidate list

	No chemicals included in ECHA’s candidate list of SVHC may be contained in levels of >0.1% by weight in the components, parts or chemicals that are included or used in the manufacturing of the furniture/product. See http://echa.europa.eu/en/candidate-list-table





	We hereby certify that the component/product that the certificate refers to meets the above-stated requirements

	The certificate refers to component/product:

	Supplier:
	Place/date:

	Signature:

	Print name:

	Title:
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